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1 Sample Information 

2 Brief Evaluation of the Results 

Regulation or protocol Conclusion Version of regulation or protocol 

CDPH Pass CDPH/EHLB/Standard Method V1.1. (February 2010) 

Full details based on the testing and direct comparison with limit values is available in the following pages 

Eurofins Product Testing  A/S 
Smedeskovvej 38 
8464 Galten 
Denmark 

VOC@eurofins.com 
www.eurofins.com/VOC-testing

Sample name 
Batch no. 
Production date 
Product type 
Sample reception 

ECOS Matte 
FF32715MWB 
November 22nd 2015 
Coating 
14/12/2015 
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